


CLEAN SURFACE:
Using chipping hammers, grinders, blasting equipment, etc., to 

mechanically remove loose concrete, corrosion, dirt and all contamination, 
to produce a clean, dry, rough surface.



Mix equal parts A&B, brush, roll or spray, a very thin coat 
onto surface. Allow FlexPrime to tack to a very sticky stage.  
(A torch can be used to heat the concrete before applying 
CƭŜȄtǊƛƳŜΣ ǎƻ ǘƘŀǘ ƛǘ ǿƛƭƭ ǘŀŎƪ ǊŀǇƛŘƭȅύΦ  Lǘ ǎƘƻǳƭŘ ōŜ άǘŀŎƪȅέ 

enough to hold the FlexKrete in place while it cures.












